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ABSTRACT

Here, we provide the step-by-step evaluation of Egs. (3) and (5) of the main text. We also provide additional time-resolved
experimental data.

The general expression for the nonlinear third-order polarisation under the isotropic response approximation can be written
as follows:
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Here, E| and E; are the electric fields that correspond to the pump and probe pulses, respectively; 7T is the time delay
between them; and L is the local field factor at the fundamental frequency. The local field factor of the sample at the third
harmonic frequency is on the order of unity; therefore, we neglect it. Moreover, for simplicity, we will assume that the effective

nonlinear susceptibility of the sample x<3> is a scalar and real value. It can be represented as ) () = x(()3) +6x (3) (1), where

X(§3> is the non-disturbed static nonlinear susceptibility of the metamaterial and 5y (1) is the time-dependent contribution.
The overall time-averaged THG signal from the sample can then be written as follows:

7 6
Loy (T) ~ / (xé3> + 6}(<3) (1:))2L6 ’Em (t)coswr + Egp(t +T)cosw(t + 1) ‘ dt, (S2)
Here, the envelopes Ey; (1) = A; exp (—3—22) and Ep(t 4+ 1) = Azexp (— (t;)z) are defined as Gaussian. After the phase

averaging procedure, this expands to the following expression:
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or, after the evaluation of the integrals:
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Given that the response of silica is instantaneous, THG signal from the substrate can be presented as:

L (T) ~ (955:/3) 2L?ub [181 +¥+ 132} . (S6)

Let us assume that the intensity of the pump beam is modulated by the square wave function with the f; frequency and
that the intensity of the probe beam is modulated by the square wave function with the f, frequency. The modification of the
nonlinear optical susceptibility & )((3) is a result of the pump pulse excitation, and thus, it is also modulated at the f; frequency.



In Eq. (2?), only If and 123 are modulated at the f; and f, frequencies, respectively. All other addends in this sum (see
equation (??)) are modulated at the f; + f> frequency and can be detected by the lock-in amplifier tuned at f] + f». Therefore,
the detected THG signal from the silica substrate is expressed as follows:
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In the case of the metamaterial, recalling that the nonlinear susceptibility 8 ) is modulated at the f] frequency, one can
achieve the following expression for the observed THG dependence:
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Here, we denote:
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where o can be obtained from the normalized cross-correlation function of the pulses. From Eqs. (??) and (??), one can obtain:
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Here, we consider that:
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Solving Eq. (2?) gives one Eq. (3) of the main text as a result:
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Generally, expression (3) of the main text is valid for all the delay times 7. However, in the case of large 7, the relative error
of the experimental I, dependence data is too high to achieve valid results. In the case of 7 is larger than a couple of ¢, we can
neglect the coherent effects and deduce the relaxation of 5y ) (1) by measuring the mixed signal L,,(f1 + f2) and normalising
it over the single-beam signal I, (f1). When the pump pulse has already passed through the metamaterial, from equation (??),
one can evaluate the following expression:

Bo(fi+f2) ~ 21 6218, (S13)
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Here, for simplicity, we neglected the (5 1(3) / X(@) addend; this condition is valid for large time delays. For the case
when only one beam interacts with the sample:

Lo(f2) ~ 2 1°BE, (S14)

where { is the proportionality coefficient between the lock-in signal values detected at f> and f; + f> frequencies. It is extracted
from the Fourier transform of the square wave function at the f, frequency and Fourier transform of the multiplication of square
wave functions at the f; and f, frequencies. In the case of f| = g /2, this coefficient equals { = 2.3. Thus, one can obtain
Eq. (5) of the main text:
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Figure S1. Normalized third-harmonic generation signal detected at f] (black curve) and f, (red curve) lock-in frequencies.

Additional experimental data.

The experimental setup presented in the main text in Fig. 1(d) enables to measure THG signal at both f; and f> lock-in
frequencies, as well as at fi 4 f> frequency. The first results for THG time dependence were achieved at f] and f, frequencies
separately with the aperture removed. These results are presented in Fig. ??. However it is difficult to extract only mutual
effects (e.g. pump pulse excited modulation of the nonlinear susceptibility detected via probe pulse THG modification) from
these data because of the offset THG signal generated in each beam in absence of the other beam. In order to avoid it and
improve signal-to-noise ratio we detect signal at f| + f> lock-in frequency. These experimental results are presented in Fig. 2 of
the main text.
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